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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood,-Colorado 80228
(3Q3) 989-1404

BC
BONDAR-CLEGG

REPORT*. 098-0476 ( COMPLETE > REFERENCE INFO; NONE LISTED

client: brohm mining corp, SUBMITTED BY', J, BARRON
PROJECT: NONE LISTED DATE PRINTED: S-JUL-88

NUMBER OF LOUER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 41 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 41 2 -150 41 Assay Prep 41
Seutple Pickup 1

remarks: final results are reported,

REPORT COPIES TO! MR, JIM BARRON INVOICE TO', MR, JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood,~ olorado 80228 
(30 ) 989'.-1404 

REPORT! 098-0476 ( COMPLETE ', 

CLIENT! BROHM MINING CORP, 
PROJECT! NONE LISTED 

ORDER ELEMENT 

1 Au Gold 

• 

SAMPLE TYPES NUhBER 

D DRILL CORE 41 

REMARKS! FINAL RESULTS ARE REPORTED, 

REPORT COPIES TO! MR, JIM BARRON 
MR, JIM BARRON 

BC 
BONDAR·CI EGG 
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NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

41 0,002 OPT 

SIZE FRACTIONS NUMBE.R 
------------------------------
2 -150 41 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 
-~ 

---
SUBMITTED BY! J, BARRON 
DATE PRINTED! 8-JUL-88 

METHOD 

Fire Assay 

SAMPLE PREPARATIONS NUMBER 
---------------------------
Asc,ay Pl'e? 
Sall?le F'icku? 

41 
1 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(3QJ) 989-1401

BC
BONDAR-CLEGG

REPORT? 093-0476 project: none listed page i

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-389-0-5
D2 R88-389-5-10

D2 R88-389-10-15
D2 R88-389-15-20
D2 R88-389-20-25

0.059 ' 
0.029 "

0.013 
0.009 
0.020 ' "

D2 R8S-389-200-205
0.027 - J

D2 R88-389-25-30

D2 R88-389-30-35
D2 R88-389-35-40

0.019
0.028 ' 
0.020

D2 R88-3S9-40-45 0.018
D2 R8S-389-45-50 0.012

D2 R88-389-50-55 0.010
D2 R88-389-55-60 0.010
D2 R88-389-60-65 0.011
D2 R88-389-65-70 0.016
D2 R88-389-70-75 0.009

D2 R88-389-75-80 0.008

D2 R88-389-80-85 0.009
D2 R88-389-85-90 0.007
D2 R88-389-90-95 0.012
D2 R88-389-95-100 0.010

D2 R88-389-100-105 0.009
D2 R8S-389-105-110 0.012
D2 R8S-389-110-115 0.018
D2 S88-389-115-120 0.016
D2 R88-389-120-125 0.016

D2 R88-389-125-130 0.015
D2 R88-389-130-135 0.033 " 
D2 R88-389-135-140 0.019 ! 
D2 R8S-389-140-145 0.015 1 

D2 R88-389-145-150 0.021 -
1

D2 R88-389-150-1W U.W1~- 

D2 R88-389-155-160 LfQ ^ 0,030 ' 
D2 R88-389-160-?65r,W 0.033 - 

D2 R88-389-165-170- 0.023 - 
D2 R88-389-170-175 0.025 -

D2 RBS-3S9-175-180 0.040 -

D2 R88-389-180-185 0.018 ]
D2 R88-389-185-190 0,023 -
D2 R88-389-190-195 0,021 -
D2 R88-389-195-200 0,022 -

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakew01!(}-,-€olorado 80228 
(3 ) 989-1404 

REPORT! 098-0476 

SAMPLE 
NUMBER 

D2 RSB-389-0-5 
D2 RBS-389-5-10 
D2 RBS-389-10-15 
D2 RSS-389-15-20 
D2 RSB-389-20-25 

ELEMENT 
UNITS 

Au 
OPT 

0,059 -
0,029 -
0,013 
0,009 
0,020 -

~ 

BC 
BO DAR-CLEGG 

SAMPLE 
NUMBER 

L!ROJECT! NONE LISTED 

ELEMENT Au 
UNITS OPT 

Geochemical 
Lab Report 

PAGE 1 

D2 RBS-389-200-205 0,027 -j 

-------+--------------- --------

D2 RSS-389-25-30 0,019 
D2 RSS-389-30-35 0,028 -
D2 RBB-389-35-40 0,020 --
D2 RSS-389-40-45 0,018 
D2 RSS-389-45-50 0,012 

D2 RBS-389-50-55 0,010 
D2 RSS-389-55-60 0,010 
D2 RSS-389-60-65 0,011 
D2 RBS-389-65-70 0,016 
D2 RSS-389-70-75 0,009 

------------------------------- -
D2 RSS-389-75-80 
D2 RSS-389-80-85 
D2 RSS-389-85-90 
D2 RSS-389-90-95 
D2 RSS-389-95-100 

D2 RSS-389-100-105 
D2 RBS-389-105-110 
D2 RSS-389-110-115 
D2 RSS-389-115-120 
D2 RBB-389-120-125 

D2 RSB-389-125-130 
D2 RSS-389-130-135 
D2 RBB-389-135-140 
D2 RBB-389-140-145 
D2 RSB-389-145-150 

D2 RBB-389-155-1 
D2 RSB-389-160-1 ~ 

D2 RBB-389-16 -1 
D2 RBB-389-170-175 

0,008 
0,009 
0,007 
0,012 
0,010 

0,009 
0,012 
0,018 
0,016 
0,016 

0,015 
0,03~- -
0,019 
0,01 '1 

0,021 ,... 

0, 023 - \ 
0,025 . \ 

L---------------'--'-------------------- --- -- - -

D2 RBB-389-175-180 
D2 RSB-389-180-18 
D2 RBB-389-185-190 
D2 RSB-389-190-195 
D2 RBB-389-195-200 

0,040 • I 
0 ,01 1 
0,023 ,... 

l 

7 
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Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-693

BQNDAR-CLEGG
-T«—.-~-------------- —............. ....... ....................................................... ...............- -------

BRGHM MINING CORP. 
MR, JIM BARRON 
F',0. BOX 4 83 
DEADUOODc SB
K777')

I n v o i c e 

Da te

12307* Paso 1 

8-JIJL-88

Report Hot 098-0476 
Project { NONE LISTED 
Reference} HONE LISTED

BILL ON INVOICE FOR

___________________________

41 Analyses of Gold 
Subtotal 266.30 266.30

Semple P r ep sia tio r i
*11 Semples of Assay Prep 

l Semple of Semple Pickup 
Subtotal

at i 3.00 * 
at *12.00 *

f

123.00
12.00

133.00 133.00

Miscel Igneous Cher si es
4% S.D. STATE SALES TAX 
2% DEADWOOD CITY SALES TAX 

Sub to t a 1

* 3.76
* 1.88

* 3.64 * 5.64

Invoice Total? * 407,14 U.S.

V^.rr— * --------- —

-J

fOCfcTS ■?-

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

Bondar-Clexg, Inc. 

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45-693 

,· 

If 

G 

If 

r:- • 
_) 

c b :/­

r e - ,, 1 ( l - or: ') 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colbrado 80228
(3031*989-1404

BC
BONDAR CLEGG

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Co rado 80228 
(303)"989-14-04 

BROHM ~IN ING CORF', 
MR, JIM BAF:RON 
f',O, BOX 485 
DEADWOOD, SD 
57732 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Cofbrado 80228
(303>”989-1404

BC
BONDAR-CLEGG

REPORT! 098-0478 ( COMPLETE ) REFERENCE INFO! NONE LISTED

CLIENT! BROHM MINING CORF, 
PROJECT! NONE LISTED

SUBMITTED BY! J. BARRON 
DATE PRINTED! 26-JUL-S8

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 104 0.002 OPT Fire Assay
2 Au Gold 2 0,002 OPT Fire Assay

3 Au

SAMPLE TYPES

d prut coke:

Gold 0,002 OPT

NUMBER

104

SIZE FRACTIONS 

2 -150 Z

NUMBER

304

Fire Assay

SAMPLE PREPARATIONS NUMBER 

Assay Prep 104.
Excessive Wetness 3004

NOTES! Q indicates SEE REMARKS

REMARKS! FINAL RESULTS ARE REPORTED,

ERRATIC RESULTS NOTED ON 2 SAMPLES, 3 SEPARATE 

ASSAY RESULTS ARE REPORTED ON THESE SAMFLES,

V HESULI LIP .OiH UP! LIN SAMPLE 38V-23h-24'rBAF~
OBTAINED ON ONLY 2,3 GRAMS OF SAMPLE INSTEAD 
OF THE USUAL 29,17 GRAMS,

REPORT COPIES TO! MR, JIM BARRON 
MR. JIM ESEKnr

INVOICE TO! MR. JIM BARRON

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Co rado 80228 
(303) 89-1404 

REPORT! 098-0478 <COMPLETE) 

CLIENT! BROHM MINING CORP, 
PROJECT! ~lONE LISTED 

BC 
BONDAR·CLEGG 

NUMBER OF LOWER 

Geochemical 
Lab Report 

REFERENCE INFO: NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 26-JUL-88 

ORDEF: ELEMENT 

Gold 
Gold 

ANALYSES DETECTION LIMIT EXTRACTION METHOD 

1 Au 
2 Au 

3 Au 

SAMPLE TYPES 

Gold 

NUMBER 

1011 

NOTES! Q indicates SEE REMARKS 

REMARKS! FINAL RESULTS ARE REPORTED, 

104 
2 

2 

0,002 OPT 
0,002 OPT 

0,002 OPT 

SIZE FRACTIONS 

.,, -1-,, 

ERRATIC RESULTS NOTED ON 2 SAMPLES, 3 SEPARATE 
ASSAY RESULTS ARE REPORTEfl ON THESE SAMPLES, 

(I ft'• ""'-1 rr I tit- 1.H lit-' l llN ~lt.!l"!--'I ~ .,_,-,..,--/;\:"!- 'll.fl fflU"". 

OBTAINED ON ONLY 2,3 GRAMS OF SAMPLE INSTEAD 
OF THE USUAL 29,17 GRAMS, 

REPORT COPIES TO! MR. JIM BARRON 
/'If;, . lf'! WOh'h'III\J 

NUMBER 

1011 

Fire Assa!:! 
Fire Assa!:' 

Fire Assa!:' 

SAMPLE PREPARATIONS NUMBER 

llcc:,u p~,,., 

E>:cessi ve Wetness 3004 

INVOICE TO! MR, JIM B~RRON 

I 

I 

I 
I 



Geochemical
Lab Report

Bondar-CIcgg, Inc.
12980 West Cedar Dr.
Lakewood, Cotorado 80228
(303)'989-1404

BC
BONDAR-CLEGG

REPORT! 098-0479 project; none listed PAGE 1

SAMPLE ELEMENT Au Au Au SAMPLE ELEMENT Au Au Au
NUMBER UNITS OPT OPT OPT NUMBER UNITS OPT OPT OFT

D2 R38-389-205-210 0.014 02 R88-389-405-410 0.024
02 R88-389-210-215 0.019 02 RB3-389-410-415 0.018
02 R88-339-215-220 0.029 02 R38-389-415-420 0.040
02 R88-389-220-225 0.036 02 R88-389-420-425 0.030
02 RS8-389-225-230 0.064 02 R8S-389-425-430 0,118

02 R88-389-255-260 0.054 02 R88-389-455-460 0.109
02 R88-389-260-265 0,055 02 R38-389-460-465 0,106
02 R88-389-265-270 0.023 02 R8S-389-465-470 0,042
02 R88-339-270-275 0.215 0.032 0,135 - . !4-4~ 02 R88-3B9-470-475 0,044
02 R88-389-275-280 0.023 02 R88-389-475-480 0.128

02 R88-389-280-285 0.018 02 R88-389-480-485 0,098
02 R88-389-285-290 0.010 02 RS8-389-485-490 0.066

02 R88—389-290-295 0,022 02 R88-389-490-495 0.035
02 RS8-389-295-300 0,022 02 R88-389-495-500 0.032
02 R88-389-300-305 0.019 02 R88-389-500-505 0,030

02 R8S-389-305-310 0.019 02 R88-389-505-510 0.033
02 R88-389-310-315 0,020 02 R88-389-510-515 0,045
02 R88-389-315-320 0,036 02 R38-389-515-520 0.028
02 R88-389-320-325 0,016 02 R88-389-520-525 0.032
02 R88-389-325-330 0.023 02 R88-3S9-525-530 0,016

02 R88-389-330-335 0,024 02 R8S-389-530-535 0.016
02 R88-389-335-340 0.045 02 R88-389-535-540 0.016
02 R88-389-340-345 0.018 02 R88-389-540-545 0.014
02 R88-389-345-350 0,019 02 R8S-389-545-550 0.012
02 R88-389-350-355 0.023 02 R88-389-550-555 0.013

02 R88-389-355-360 0.009 02 R88-389-555-560 0,009
02 R88-389-360-365 0.012 02 R88-389-560-565 0,008
02 R88-389-365-370 0,015 02 R88-389-565-570 0.018
02 R88-389-370-375 0.041 02 R88-389-570-575 0.013
02 R88-389-375-380 0,029 02 R88-389-575-580 0,018

Bondar-Clegg, lnc. 
12980 West Cedar Dr. 
Lakewood, C orado 80228 
(303)'989-1404 

REPORT: 098-047q 

SAMPLE 
NUMP.rn 

ELEMENT 
UNITS 

I!2 RSB-389-205-210 
D2 F'88-389-210-215 
D2 R88-389-215-220 
D2 ~:88-389-220-225 
D2 R88-389-225-230 

D2 RSS-389-230-235 
D2 RSS-389-235-240 
D2 F:88-389-240-245 
D2 R88-389-245-250 
D2 RSS-389-250-255 

D2 RBB-389-255-260 
D2 F:88-389-260-265 
D2 RBS-389-265-270 
D2 R88-389-270-275 
D2 F:88-389-27:-280 

D2 RSB-389-280-285 
D2 R88-389-285-290 
D2 R88-389-290-29: 
D2 RSS-389-295-300 
D2 R88-389-300-305 

D2 R88-389-305-310 
D2 R88-389-310-315 
[12 RBB-389-315-320 
D2 R88-389-320-325 
D2 RBS-389-325-330 

D2 R88-389-330-335 
D2 RS8-3S9-335-340 
D2 RSS-389-340-345 
D2 RSB-389-345-350 
D2 RSB-389-350-355 

[12 RSS-389-355-360 
D2 RBS-389-360-365 
D2 RBB-389-365-370 
D2 R88-389-370-375 
D2 F:88-389-375-380 

D2 R88-389-380-385 
D2 R88-389-385-390 
D2 RBB-389-390-395 
D2 RBS-389-395-400 
D2 R88-389-400-405 

' -

Au A;1 
Of'T OPT 

0,014 
0,019 
0,029 
0,036 
0,064 

0,026 
0,120 0,204 
0,026 --.,....:: • / C:, ~ 

0,033 
0,033 

0,054 
0,055 
0,023 
0,215 0,082 
0,023 

0,018 
0,010 
0,022 
0,022 
0,019 

0,019 
0,020 
0,036 
0,016 
0,023 

0,024 
0,045 
0,018 
0,019 
0,023 

0,009 
0,012 
0,015 
0,041 
0,029 

0,025 
0,020 
0,023 
0,027 
0,045 

BC 
BDNDAR-a.EGG 

~OJECT: N~lE LISTED 

Au SAMPLE ELEMENT Au 
OPT NUMBER UNITS OPT 

D2 R88-389-405-410 0,024 
D2 R88-389-410-415 0,018 
D2 RSB-389-415-420 0,040 
D2 R88-389-420-425 0,030 
D2 RSS-389-425-430 0,118 

>-1f,t ~NJ~ R1ti D2 RBS-389-430-435 0,059 
0,038@ D2 RSS-389-435-440 0,034 

D2 R88-389-440-445 0,043 
D2 R88-389-445-450 0,043 
D2 R88-389-450-455 0,077 

D2 RBB-389-455-460 0,109 
D2 R88-389-460-465 0,106 
D2 RSS-389-465-470 0,042 

0,135 =. 144- D2 RBB-389-470-475 0,044 
D2 RSB-389-475-480 0,128 

D2 R88-389-480-485 0,098 
D2 RSS-389-485-490 0,06c, 
D2 F:88-389-490-495 0,035 
D2 RSS-389-495-500 0,032 
D2 R88-389-500-505 0,030 

D2 R88-389-505-510 0,033 
D2 RBB-389-510-515 0,045 
D2 RSS-389-515-520 0,028 
D2 RBS-389-520-525 0,032 
D2 RBB-389-525-530 0,016 

D2 RBS-389-530-535 0,016 
D2 R88-389-535-540 0,016 
D2 R88-389-540-545 0,014 
D2 RBB-389-545-550 0,012 
(12 R88-389-550-555 0,013 

D2 F:88-389-555-560 0,009 
D2 F:88-389-560-565 0,008 
D2 RBB-389-565-570 0,018 
D2 RSB-389-570-575 0,013 
D2 R88-389-575-S80 0,018 

---- - --
D2 RBB-389-580-585 0,043 
D2 F:88-389-585-590 0,010 
D2 RSB-389-590-595 0,039 
D2 RSB-389-595-600 0,013 
D2 RBB-389-600-605 0,017 

Geochemical 
Lab Report 

f'AGE 1 

Au Au 
OPT OPT 

_=] 

J 
7 



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303f989-1404

BONDAR-CLEGG

REPORT; 098-0473 project: none listed PAGE

SAMPLE ELEMENT Au Au Au SAMPLE ELEMENT Au Au Au
NUMBER UNITS OPT OPT OPT NUMBER UNITS OPT OPT OPT

D2 R88-389-605-610 0.015
B2 R88-389-610-615 0.017
D2 R88-389-615-620 0.010
D2 R83-389-620-625 0.020
D2 R88-389-625-63Q 0.016

02 R88-389-630-635 0.113

02 RB8-389-635-640 0.016
02 R88-389-640-645 0.019
02 R88-389-645-650 0.009
02 R88-389-650-655 0.005

02 R88-389-655-660 0.006
02 R88-389-660-665 0.009

02 R88-389-665-670 0.006
02 R88-389-670-675 0.004
02 R88-3S9-675-680 0.009

02 R88-389-680-685 0.009

02 R88-389-685-690 0.009
02 RS8-389-690-695 0.008
02 R88-389-695-700 0,004
02 R88-389-700-705 <0.002

02 R88-389-705-710 0.014
02 R88-389-710-715 0,013
02 R88-389-715-720 0,010
02 R8S-389-720-725 0,010

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, C orado 80228 
(303 989-1404 BC 

BONDAR-CI.EGG 

Geochemical 
Lab Report 

REPORT: 098-0478 lPROJECT: N_ONE LISTE_D ___ P_A_GE_2 ____ __. 

SAMPLE ELEMENT 
NUMBER UNITS 

D2 RSS-389-605-610 
D2 RSS-389-610-615 
D2 RSS-389-615-620 
D2 RBS-389-620-625 
D2 RSS-389-625-630 

D2 RBS-389-630-635 
D2 RBS-389-635-640 
D2 RBS-389-640-645 
D2 RBB-389-645-650 
D2 RSB-389-650-655 

ll2 RBB-389-655-660 
fi2 RBS-389-660-665 
D2 RSS-389-665-670 
D2 RSS-389-670-675 
112 RSS-389-675-680 

Au 
OPT 

0,015 
0,017 
0,010 
0,020 
0,0lt, 

0,113 
0,016 
0,019 
0,009 
0,005 

0,006 
0,009 
0,006 
0,004 
0,009 

Au Au 
OPT OPT 

SA~iPLE 
NUMBER 

ELEMENT 
UNITS 

------------------ --- -
D2 RSB-389-680-685 0,009 
D2 RSS-389-685-690 0,009 
D2 RSB-389-690-695 0,008 
D2 RSS-389-695-700 0,004 
D2 RSS-389-700-705 <0,002 

D2 RSS-389-705-710 0,014 
D2 RBB-389-710-715 0,013 
D2 RSS-389-715-720 0,010 
D2 PS2-38°-720-725 0,010 

Au 
OPT 

Au 
OPT 

Au 
OPT 

-----------------------------------------

J 



Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45-693

Invoice t 12387* Page 1
BRGHM MINING C0RP,
MR * JIM BARRON Date * 27-JUL-88
P.0. BOX 485
DEADWOOD* SD Report Not 098-047B
57732 Project t NONE LISTED

Re f e rencet NONE LISTED

BILL WITH INVOICE
ETURfiL 2 HIP E' I i! b

BONDAR-CLEGG

2 Analyses of Gold 
2 Analyses of Gold 

Subtotal

Analyses of Gold 
Subtotal

Sample Preparation 
103 Samples of Assay Prep 

3004 Samples of Excessive Wetness 
1 Sample of Sample Pickup 

Subtotal

Miscellaneous Charges

4% S.D, STATE SALES TAX 
2% DEADW00D CITY SALES TAX 

Subtotal

at * 0,00 $ 0.00
at * 0.00 % 0.00

i 0.00 i 0.00

at * 6.50 * 676.00

f 676,00 * 676.00

at * 3.00 * 312,00
at * 0.15 $ 450.60
at. *12.00 * 12.00

* 774,60 * 774,60

* 0.48
*
* 0.72 * 0.72

Invoice Total? t 1451.32.U.S

k Lb -

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

Bondar-Oegg, Inc. 

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S .A. 80228 
Phone: (303) 989-1404 
Telex: 4Hi93 

BDNDAR-CLEGG 

L 
L 

l 

, I 
I 

l 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

JIJ 

f 

1 • 

/ 



Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303)989-1404

BC
BONDAR-CLEGG

Geochemical
Lab Report

t 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989--1404 -

P.ROHM MINING CORP, 
MR, JIM BARRON 
P,O, BOX 485 
DEADWOOD, SD 
57732 

t 

... BC 
BO DAR-CLEGG 

C 

t + 
L.------------ ------------------- -
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Geochemical 
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Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BC

BONDARCLEGG

REPORT I 098-0500 ( COMPLETE ) REFERENCE INFO! NONE LISTED

client: brghm mining corp. submitted by: j. barron

project: gilt edge date printed: is-jul-ss

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 7 0.002 OPT Fire Assets

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 7 2 -150 7 Asses Prep 7
Excessive Wetness 295
Sesele Pickup 1

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 098-0~00 ( COMPLETE ) 

CLIENT: BROHM MINING CORP, 
PROJECT! GILT EDGE 

ORDER ELEMENT 

1 Au Gold 

BC 
BONDAR·CI EGG 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

7 0,002 OPT 

Geochemical 
Lab Report 

REFERENCE INFO! NONE LISTED 

SUBMITTED BY! J, BARRON 
DATE PRINTED! 18-JUL-88 

METHOD 

Fire Assa!:! 

-------------------------------------·--
SAMPLE TYPES 

D DRILL CORE 

NUMBER 

7 

REMARKS: FINAL RESULTS ARE REPORTED, 

REPORT COFIES TO: MR, JIM BARRON 

SIZE FRACTIONS 

2 -150 

NUMBER 

7 

SAMPLE PREPARATIONS NUMBER 

Assa!:! Prep 
E1:cessi ve Wetness 
Sa111Ple Picl~uP 

INVOICE ro: MR. JIM B~RRON 

7 
295 

1 

~---------------------- --- - --- -- ---



Geochemical
Lab Report

Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404 ,

BONDAR-CLEGG

REPORT: 098-0500 project: gilt edge page i

SAMPLE ELEMENT Au
number UNITS OPT

D2 R8S-389-725-730 0,008
D2 R88-389-730-735 0.026 -

B2 R88-389-735-740 0,009
D2 R88-389-740-745 0,015
D2 R88-389-745-750 0,025 "' M___________

D2 R88-389-750-755 0,023
D2 R88-389-755-760 0,019

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT! 098-0500 

BC -.. 
BONDAR-CLEGG 

----------------------- ---
SAMPLE ELEMENT 
NUMBER UNITS 

Au 
OPT 

D2 R88-389-725-730 0,008 
D2 RBS-389-730-735 
D2 RSB-389-735-740 
D2 RBB-389-740-745 
[!2 RBB-389-745-750 

D2 RSB-389-750-755 
D2 RSS-389-755-760 

0,026 -
0,009 
0,015 
0.025 - .~' 0 .o,A 

0,023 J -

0,019 

l PROJECT: GILT EI!GE 

Geochemical 
Lab Report 

PAGE 1 ] 

__ ] 

J 

L__ _______________________________________ _ 
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• °° - nBondar-Clegg. Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 
U.S.A. 80228 
Phone: (303)989-1404 
Telex: 45-693

____________

BONDAR- CLEGG
*

BROHM MIMING CORF 
HR, JIM BARRON 
P.0, BOX 485 
DEABW00D* SD
57732

Invoice { 12356» PsSe

Date { 19-JUL-88

Report No 5 
Project t 
Reference*

098-0500 
GILT EDGE 
NOME LISTED

/ 7 Analyses of Gold
• Subtotal

at t 6.50 f
t

45*50 

•15.50 t 4 5.50

Semr1 e Presaration
7 Samples of Assay Prep 

295 Sauries of Excessive Wetness 
1 Sample of Sam; le Pickup 

Subtotal

at $ 3.00 $ 21,00
at * 0.15 * 44.25
at 112,00 $ 12,00

t 77,25

Miscellaneous Charges
4% S.O. STATE TAX 
27. BEADW00D CITY TAX 

Subtotal

* 2.81
f 1,41
I 4,22 f 4,22

Invoice Total! t 126,97 U.S,

/75 - 7(r C

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

Bondar-Oegg. Inc. 

1298() West Cedar Dr. 
Lakewood. Colorado 
U.S.A. 80228 
Phone: (303) 989-1404 
Telex: 45-693 
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I - ;lr C 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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R88-389

DOWNHOLE SURVEY SURVEYED 6/27/88 TMM

BEARING INCLINATION

0 N90E -75
100 N90E -76
200 S88E -77
300 S85E -79
400 S85E -81
500 S81E -82
600 S79E -80
700 S79E -79

Static water level at approximately 525'

R88-389

0 N90E -75

Caved at 20

R88-389 

DOWNHOLE SURVEY SURVEYED 6/27/88 

BEARING INCLINATION 

0 N90E -75 o 
100 N90E -76 o 
200 S88E -77 ° 
300 S85E -79 ° 
400 S85E -81 ° 
500 S81E -82 ° 
600 S79E -80 ° 
700 S79E -79 ° 
Static water level at approximately 525' 

R88-389 

0 

Caved at 20' 

N90E 
0 

-75 

TMM 
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